Table 3  

The S isotopic composition of sulfides from the Yangla copper deposit
	Location
	Sample No.
	Mineral
	δ34S V-CDT (‰)

	KT2 orebody from the Linong ore block
	YL-34
	pyrrhotite
	-1.7

	
	YL-35
	pyrrhotite
	-2.6

	
	YL-36
	pyrrhotite
	-2.0

	KT5 orebody from the Linong ore block
	YL-45
	pyrrhotite
	-2.6

	
	YL-49
	pyrrhotite
	-1.2

	The Lunong ore block
	YL-13
	pyrite
	-0.9

	Quartz vein in the KT5 orebody from the Linong ore block
	YL-50
	chalcopyrite
	-4.2

	
	YL-53
	chalcopyrite
	-2.7

	Calcite vein in the KT5 orebody from the Linong ore block
	YL-56
	pyrite
	-9.8


